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Problem Statement

•
 

Copper-Beryllium (Cu-Be) alloys extensively employed for  
highly loaded airframe wear applications (approaching σUTS

 

< 
175 ksi)

•
 

Health risks associated to beryllium exposure and 
increasingly more stringent regulations resulted in significant 
design, cost, manufacturing, and sustainment challenges, as 
well as performance limitations.

10NP06-006

Typical Locations
of Cu-Be Bushings
in Mechanism/
Assemblies

•
 

New, alternative alloys are required to 
fulfill this unique performance 
requirement thus supporting new 
platform development as well as fleet 
supply\manufacturing and sustainment.
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Technical ObjectiveTechnical Objective

•
 

Develop and characterize alloy\processing route for Cu-Be 
alloy replacement in highly loaded wear applications.

•
 

Development bushing designs for the enhancement of 
dynamic wear performance.

•
 

Demonstration of new material\processing route and design 
in a full scale representative environment

•
 

Execution of production as well as Environmental, Health 
and Safety impact assessment
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Unique balance of static strength and wear resistance required 
for highly loaded bushing\bearing applications
•

 

Commercially available alloys including high strength Cu-based and Co-based 
alloy systems have been previously investigated, demonstrated ability to approach 
design and performance needs from strength standpoint, but have fell short in  
performance.

•

 

Computational toolset available to evaluate this class of alloys for further 
optimization to attain required properties. 

Technical BackgroundTechnical Background

Vertical Tail Hinge Assembly

Wing Lug Attach 

Main Landing Gear
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Technical BackgroundTechnical Background

Considerable evaluation previously conducted via previously  
executed programs.
•

 

Materials investigated included Al-bronze, Cu-Sn-Ni, Co-Cr-Mo, 
Nitronic60, HBN 304 stainless steel, as well as low friction coating\liner 
systems on PH stainless steel substrates 

•

 

Compression strength and 
wear resistance (COF, wear 
rate, galling resistance) were 
employed as primary design 
drivers

No Cu-Be Alternative Currently Exists Which Satisfies All Size Needs For Current 
Aircraft Design

Available 
Product 
Diameter



Cu-Be
AMS 4534

Al-Bronze Cu-Sn-Ni
AMS 4596

Wear resistance evaluated as a function of response in sliding frictional 
environments

Nitroniv60 
AMS 5848

Technical BackgroundTechnical Background
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•Several alloys yielded promising 
results

Cu-Sn-Ni  135 ksi
Co-Cr-Mo 140 ksi
Nitronic60

•

 

No direct Cu-Be 
alternative identified for 
all size ranges required

Available 
Product 
Diameter

Available 
Product 
Diameter
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Technical BackgroundTechnical Background
Alloy\processing route design methodology and computational 
toolset available to evaluate these class of alloys for further 
optimization to attained required strength performance

•

 

QuesTek’s Materials by 
Design® development 
methodology has been 
proven in previous 
materials development 
programs (Ferrium S53). 

(b)STRUCTUREPROCESSING PROPERTIES
MatrixTempering Strength

Strengthening DispersionSolution
Treatment

Aqueous Corrosion
Resistance

Passive Film FormationHot Working
Stress Corrosion

MicrosegregationSolidification
Fatigue Resistance

Grain Refining DispersionDeoxidation

Core ToughnessGrain Boundary ChemistryRefining

Lath Martensite: Ms≥200°C
Nickel: Cleavage Resistance

Cobalt: SRO Recovery Resistance
Chromium: Corrosion Resistance

σuts > 280 ksi
σys ~ 230 ksi

(Cr, Mo, V, Fe)2 C
Avoid Fe3C, M6C, M7C3, M23C6 ~ 15-5 PH

Chromium Partitioning Into
Oxide Film 
epp and icrit

Chromium, Molybdenum,
Vandium

Cracking Resistance
KISCC≥ 30 ksi-in1/2

≥ 300M

d/f
Microvoid Nucleation Resistance

KIC ≥ 50 ksi-in1/2Cohesion Enhancement: Boron, Rhenium
Impurity Gettering: Lanthanum, Cerium

P
E
R
F
O
R
M
A
N
C
E
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Technical BackgroundTechnical Background
●

 

Ferrium S53 development highlights:
o UHS corrosion-resistant drop-in 

replacement for 300M to eliminate the 
need for toxic cadmium (Cd) coatings on 
landing gear components

o Dec 99 – SERDP SEED Program starts
o June 01 – SERDP Phase II Program 

starts
o March 03 – ESTCP LG Program starts
o June 06 – ESTCP RGA Program starts
o Dec 08 – DoD Corrosion Resistant LG 

Cooperative Program starts
o May 13th, 2010– T38 Flight Approval
o T38 MLG First Flight Scheduled for 4th 

Quarter 2010.
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Local Electrode Atom Probe reconstruction 
of a high-strength Cu-based alloy designed 
using QuesTek’s Materials by Design 
process to incorporate nano-scale L12 
strengthening particles

Technical BackgroundTechnical Background

•

 

Thermodynamic and kinetic tools computational tools 
developed and demonstrated by QuesTek in previous work will 
be employed and form basis for alloy design and process 
development

o Solidification and secondary phase 
strengthening precipitation of nanoscale 
L12 coherent particle formation 
prediction in FCC matrices

o Co-based alloy specific thermodynamic 
and processing computational modeling 
tools also currently being developed and 
will be employed
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Technical Approach

Preliminary Alloy 
Design and Process 

Modeling

Preliminary Alloy 
Evaluation and 

Characterization

Detailed Alloy Design 
and Process 

Modeling/Optimization

Detailed Material 
Properties and 

Tribological 
Characterization

Cu-Based and Co- 
Based Alloy  

Concept Selection

Requirements 
Definition

Bushing Design 
and Surface 
Morphology 
Optimization

Component-Level 
Test and 

Demonstration

Current Database 
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Technical Approach

Alternative Copper-Beryllium Concept Selection

• Refine\revise design requirements for greatest impact on implementation
o Primarily compressive yield, wear resistance (including galling and fretting 
resistance)
o Stiffness, density, and corrosion resistance also considered

•

 

Identify Cu- and Co-Based alloys for further investigation in following 
task. 
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Technical Approach

Flow block diagram

Preliminary Alloy Design and Process Modeling
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Technical Approach
Preliminary Alloy Design and Process Modeling

With minor modification, QuesTek ‘s in-house thermodynamic and kinetic 
databases for copper and cobalt-based systems can be employed

PrecipiCalc™
• Alloy 

microstructure

Thermodynamics 
and Mobility 
Databases

Alloy 
Composition

T(t) for heat 
treatment

Particle 
compositions and 

microstructure

Grain Size

Material Parameters
•Elastic Moduli for FCC/ppt

•Diffusivity for FCC
•Lattice Parameters for FCC/ppt
•Stacking Fault Energy for FCC
•Dislocation Density for FCC

•APB Energy for ppt (particle)

Qualitative wear 
model

Temperature 
Dependant Yield 

Stress

Wear behavior

Yield Strength 
Model

T, t, σ

Distributed 
Zener Pinning 

Grain Size 
Model

Matrix 
compositions
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15-20lbs powder 
compaction

Alloy Design

VIM/VAR at 30lb and 
300lb scales

Evaluate segregation & optimize 
homogenization

Homogenization

Radial Forging

Lab-Scale Elevated Temperature 
Deformation Study

Consolidate/HIP

Press Forging

Lab-Scale Elevated Temperature 
Deformation Study

Conventional 
solidification: Preferred 
process

Rapid solidification and 
consolidation: If needed

Technical Approach
Prototyping strategy for initial and secondary alloy production
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Technical Approach
Preliminary Cu-Be Alternative Alloy Evaluation and 
Characterization

•

 

Execute static mechanical properties evaluation and preliminary wear 
characterization of Cu- and Co-based alloys post computational modeling 
and alloy production; compare baseline AMS 4534 Cu-Be to Cu- and Co- 
based alternatives.

•

 

The initial criteria for screening will be static compression and pin-on-disk 
wear testing (friction coefficient and wear rate determination in dry sliding 
conditions against representative steels). 

o Compression testing from each of the Cu- and Co-based alloys will be 
performed per ASTM E 9
o Pin-on-Disk test per ASTM G 99 will be comprised of two loading conditions 
for each of the Cu- and Co-based alloys 
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Technical Approach
Preliminary Cu-Be Alternative Alloy Evaluation and 
Characterization

•

 

Go\No-Go: Data must show enhancement of one of the two candidate Cu- 
Be alternative alloys to justify downselection and further investigation via 
secondary alloy design and process modeling.

o Must indicate improvement of compression strength at minimum

•

 

Surface characterization of candidate materials post wear tests will also be 
performed to evaluated fretting\galling propensity.

•

 

The body of data generated will be employed for further calibration of 
computational modeling tools and selection of final alloy for development 
consideration from the two screened.
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Technical Approach
Detailed Alloy Design and Process Modeling

•

 

The computational models will be calibrated from the data generated in 
the previous  initial Cu-Be alternative alloy evaluation and characterization 
task.

•

 

The process executed in the initial alloy design and process modeling 
phase will be then be repeated on the downselected material to further 
refine, and optimize  alloy composition and processing route.
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Technical Approach

Detailed Material Properties and Tribological Characterization

•

 

An expanded static and dynamic mechanical properties evaluation and 
comprehensive wear characterization of the downselected Cu- or Co-based 
alloys will be conducted

•

 

The criteria for evaluation in this task will be static compression and 
tension, strain life fatigue,  and pin-on-disk wear testing (friction coefficient 
and wear rate determination in dry sliding conditions against representative 
steels), and galling threshold. 

o Compression testing per ASTM E 9
o Tension testing) per ASTM E 8
o Pin-on-Disk test per ASTM G 99 will be comprised of two loading conditions
o Galling threshold per ASTM G 98 will be comprised of varying loading 
conditions to identify galling threshold stress 
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Technical Approach

Detailed Material Properties and Tribological Characterization

•

 

Sub-component level wear testing will be conducted to further 
characterize bushing performance 
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Technical Approach
Bushing Design and Surface Morphology Optimization

•

 

Novel, superior bushing designs and surface conditions will be developed 
and characterized to enhance the performance of the alloy and processes 
identified in previous tasks

•

 

Sub-component level test 
conditions comparable to those 
conducted on the baseline design 
will be performed
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Technical Approach
Component-Level Test and Demonstration

•

 

Full-scale SAE AS81820 testing of bushings will be conducted to 
demonstrate performance under high loading conditions identified in 
requirement definition task at the onset of the program

•Full scale tests will be 
performed on baseline 
Cu-Be, alternative 
alloy\processing with 
baseline design and 
alternative 
alloy\processing with 
alternative bushing 
design.
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GO/NO 
GO Decision:

Must show enhancement to justify further investigation via secondary alloy 
design and process modeling. Must indicate improvement of compression 
strength at minimum.

Overall Project PlanOverall Project Plan
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DeliverablesDeliverables

•

 

Preliminary static and dynamic properties design dataset for alternative 
Cu-Be alloys

o Tensile ASTM E 8
o Compression ASTM E 9
o Strain-Life Fatigue ASTM E 606
o Galling Threshold ASTM G 98 
o Pin-on-Disk Wear ASTM G 99

• Novel bushing design for enhanced performance

•Full scale demonstration
o Alloy\processing route performance
o Bushing Design performance

•

 

Refined computational toolset for the prediction of Cu- and Co-based alloy 
properties on the basis of composition and processing
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Questions?
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Eric J. Fodran, Ph.D.
Materials & Process Engineer
Northrop Grumman
Advanced Materials and Processes
Dept. 9A45\W2
One Hornet Way
El Segundo CA 90245-2804
310-332-9042 ph
310-331-3817 fax
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Secondary Alloy Design and 
Process Modeling/Optimization

Concept

Design

Prototype

Meet
Objectives?No

Full Scale
Heat

Process
Optimization

Meet
Objectives?

Specify
Processing

Production
Heat

Design
Data

Meet
Objectives?

No

Yes

Yes

Application
& Process

Design

Sample
Production

Meet
Objectives?

Implementation

Yes

Yes

A
No

A

A

A A

A

No

Materials by Design™

AIM Methodologies



ICME-based Process Optimization

•Moving boundary simulations to design optimal homogenization process
•FE simulations to optimize forging recipe

Modeling and efficient experimentation



SANS, XRD
APFIM, AEM
σy , H

AES

TC/MART

KGB (Δγ)
FLAPW
VASP

TC(Coh)/DICTRA 
ABAQUS

LM, TEM
JIC , γi

ABAQUS
TC, ΔV

LM, TEM
MQD, DSC

Transformation Transformation 
DesignDesign

Micromechanics Micromechanics 
DesignDesign

Nano DesignNano Design

Quantum DesignQuantum Design

1.0 1.0 μμmm

0.1 0.1 μμmm

1.0 nm1.0 nm

0.1 nm0.1 nm

Solidification Solidification 
DesignDesign

10 10 μμmm

LM
SEM/EDS

DICTRA
TC/ΔρL

PrecipiCalc™

Hierarchy of Design Models



Thermodynamic DatabasesThermodynamic Databases

QuesTek has in-house thermodynamic databases for copper 
and cobalt-based systems that can be used for CALPHAD- 
based microstructure design

1000°C

Co3Ti

Laves

σ
FCC

Co

fcc

Fcc+ 
B2

bcc+ 
B2

L+B2

Fcc+γ′

3wt%Ni

Cu
Example outputs from QuesTek’s thermodynamic databases for Cu and Co-based systems



Design Guidelines for WearDesign Guidelines for Wear

1. The friction coefficient increases as the work of the adhesion, Wad , 
increases. To minimize work of adhesion, alloy surface free energy 
should be low.

2. Wear debris: The size, shape, and thermo-mechanical properties of 
wear debris play an important role in wearing. 
– Hard wear debris should be avoided such as oxide film formed during 

wearing by composition design

3. Formation of surface layer during wearing process may effectively 
improve the wearing resistance if 



QuesTek PrecipiCalc 
Summary

• Is developed for solving real material engineering problems, and is 
not a research tool for identifying new precipitation mechanisms or 
producing stunning microstructure pictures

• Is a software with Two-State Continuum Models for calculating the 
Multicomponent Precipitation Kinetics for Dispersed Phase(s). 

• Contains mechanistic and hierarchical models Including: Steady 
state multicomponent homogeneous and heterogeneous nucleation 
model with non-isothermal transient (incubation), 3D 
multicomponent growth model using full diffusivity matrix.

• Places no constraint on temperature profile with a uniform 
treatment for isothermal and non-isothermal (both quench and heat 
up) conditions



Implementation Overview 
of PrecipiCalc

Computation
•Nucleation
•Growth
•Numerical Solver

TC API

Thermodynamics 
and Mobility 
Databases

ScriptsConsole iSIGHT

•Input 
(X(*), γ, 
Vm, etc.)

•T(t)
•PSD

HDF

Binary Result 
File (including 
Ni (t) and Ri (t)

Post-Processing

t

<R>
v.f.
Ntot

X(*)
ΔG
Js

R or R3

2D or 
3D 
PSD

Visualization Using 
GRACE, PlotMTV, 
or MS Excel

PrecipiCalc

BLAS/ 
LAPACK



PrecipiCalc Results for 
IN100 disk
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Moving Boundary Modeling of 
Solidification and Homogenization

Calculated solidification 
curve

Calculated compositional 
segregation (as-cast)

secondary dendrite arm spacing/2•

 

CALPHAD-framework based software: DICTRA
•

 

Moving boundary method which accounts for back-diffusion in the solid, and  fast diffusion in the liquid

Example of QuesTek Ferrium® S53®



Homogenization Simulations 
Example of QuesTek Ferrium® S53®

12 hours

48 hours

Ability to predict optimal homogenization time and temperature



QuesTek Cuprium™QuesTek Cuprium™

Property comparison of QuesTek’s Cuprium alloy with 
incumbent Cu-Be alloy and the leading alternatives

Property Cu‐Be

(Cu‐1.9 Be)

QuesTek 
CupriumTM

ToughMet® 3
(Cu‐15Ni‐8Sn)

BioDur® CCM
(Co‐Cr‐Mo)

0.2 % Yield 
Strength

140 ksi 
(minimum)
(non‐CW)

133 ksi
(typical)
(non‐CW)

107ksi 
(minimum)
(non‐CW)

85 ksi (non‐CW)
(typical)

Elongation 3 ‐ 8% ~3 ‐ 8% 3 – 10% 26%

Wear Ranking 3 (worst) 2 2 1 (best)

Cold workability Good Good (tensile) Excellent Excellent

Cold work 
required?

No No Yes Yes

Hot workability Good Good (Gleeble) Limited Good

Melting 
Technique

Various 
techniques, 
limited Be 
suppliers

Standard CuNiSn
processes to be 
pursued as initial 
processing path

Proprietary 
techniques:
Equicast
Osprey

VIM + ESR, limited 
suppliers 



Wear Microscopy
CiJ u E sle: 1-1 ~ -----INNOVATIONS LLC 

Integration of Ultra-Sensitive Nanotribology with 
High Resolution Electron Microscopy 

omniprobe™ 
in situ nanoscale manipulation 

debris, and TEM samples 

Fn 
Nanotribology 

transmission electron microscopy 
multiscale characterization dislocation 

NORTHROP GRUMMAN 

characterization of debris 
and nucleation of debris 

grain refinement 

NORTHROP GRUMMAN 



• Exposure to beryllium has been reported to produce a range of diseases including 
lung cancer and Chronic Beryllium Disease (CBD). Recent research and aerospace 
industry exposure incidents indicate the potential for disease at lower levels than 
OSHA’s 8 hour TWA of 2 μg/m3 Permissible Exposure Limit (PEL). OSHA issued a 
Hazard Bulletin in May 2002 recommending a lower limit of 0.2 μg/m3 to prevent CBD. 
Additional protection is advised to prevent skin contact with dust.

• Chronic Beryllium Disease (CBD)
– Primary exposure risk is Be dust or fume inhalation
– ~ 4-10% of population show sensitivity to Be
– Allergic type reaction in lungs creating fluid and scarring

• Results in chronic steady decline of pulmonary function until death and/or 
increases lung cancer risk

• CBD symptoms and progression can occur well after exposure
– No Pre-exposure screening test available. 

• Current tests identify sensitized immune system post exposure
– Mid to late 90s;  Multiple studies conducted based on Manufacturer, DOE, other 

worker complaints
• link CBD to exposure below current limit

Safety and Health BackgroundSafety and Health BackgroundSafety and Health Background



Transition PlanTransition Plan

•A preliminary static properties design database as well as a comprehensive 
characterization of the tribological properties dataset will be developed.

•

 

Sub-scale and full-scale bushing demonstrations will be executed 
throughout the progression of the proposed effort to ensure applicability of 
the technology in relevant loading conditions\operational environment.

•

 

Compatibility with legacy structural alloys and mechanisms, as well as 
sealant, primer, topcoat and corrosion prevention protocols will be 
evaluated to ensure implementation.

•

 

As an airframe integrator and design entity, Northrop Grumman is fully 
aware of the issues associated with alloy development and integration, and 
has also been open with its Air Force and Navy customers regarding the 
production and sustainment challenges associated with Cu-Be alloys. 
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